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Abstract: COVID-19, as the cause of a global pandemic, has resulted in lockdowns all over the
world since early 2020. Both theoretical and experimental efforts are being made to find an effective
treatment to suppress the virus, constituting the forefront of current global safety concerns and a
significant burden on global economies. The development of innovative materials able to prevent
the transmission, spread, and entry of COVID-19 pathogens into the human body is currently in the
spotlight. The synthesis of these materials is, therefore, gaining momentum, as methods providing
nontoxic and environmentally friendly procedures are in high demand. Here, a highly virucidal
material constructed from SiO2-Ag composite immobilized in a polymeric matrix (ethyl vinyl acetate)
is presented. The experimental results indicated that the as-fabricated samples exhibited high
antibacterial activity towards Escherichia coli (E. coli) and Staphylococcus aureus (S. aureus) as well as
towards SARS-CoV-2. Based on the present results and radical scavenger experiments, we propose
a possible mechanism to explain the enhancement of the biocidal activity. In the presence of O2

and H2O, the plasmon-assisted surface mechanism is the major reaction channel generating reactive
oxygen species (ROS). We believe that the present strategy based on the plasmonic effect would
be a significant contribution to the design and preparation of efficient biocidal materials. This
fundamental research is a precedent for the design and application of adequate technology to the
next-generation of antiviral surfaces to combat SARS-CoV-2.

Keywords: COVID-19; virus elimination; antiviral surfaces; SiO2-Ag composite; ethyl vinyl acetate;
surface plasmon resonance effect

1. Introduction

The current worldwide public health and economic crisis resulting from COVID-19
has become a critical problem [1]. At present, there are no vaccines or antiviral drugs
available for the prevention or treatment of COVID-19 infections. Currently, many different
antiviral agents, including repurposed drugs, are under testing in clinical trials to assess
their efficacy, but the quest for an effective treatment against COVID-19 is still ongoing [2–5];
therefore, it is essential to explore any other effective intervention strategies that may reduce
the mortality and morbidity rates of the disease. Some excellent reviews of therapeutics
and tools that inactivate SARS-CoV-2 have been published [6–8].

SARS-CoV-2 spreads mainly via human fluids, and individuals may acquire the virus
after touching different contaminated surfaces [9]. It is known that SARS-CoV-2 remains
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viable on solids for extended periods (for up to 1 week on hard surfaces such as glass and
stainless steel) [10,11]. Consequently, not only is the identification of materials capable
of killing viruses by contact and having low cytotoxicity clearly a high priority for all
scientists around the world, but the detection of new and effective materials to decontam-
inate surfaces is also of great concern [12–14]. Given the significance of surface and air
contamination in the spread of the virus, attention should also be paid to the development
of biocidal (virus, bacteria, fungus) materials against the spread of contamination facilitated
by frequently touched surfaces, such as protecting hospital environments and the surfaces
of biomedical devices, along with decontamination equipment and technologies [6,15–18].

In this scenario, metals, semiconductors, and inorganic materials are gaining increased
attention as broad-spectrum antiviral agents to protect surfaces and packaging, thus pre-
venting new infections in humans [19]. Very recently, Ghaffari et al. [20] discussed efforts
to deploy nanotechnology, biomaterials, and stem cells in each step of the fight against
SARS-CoV-2, while Basak and Packirisamy [21] have discussed several nanotechnological
strategies that can be used as antiviral coatings to inhibit viral transmission by preventing
viral entry into host cells. In this context, metal oxide nanoparticles and their composites
were established as potent antibacterial agents due to the induced generation of reac-
tive oxygen species (ROS) and the subsequent oxidative stress [22,23]. They can still
enter the microorganism’s membranes, reacting with the existing phosphate and sulfate
groups, impairing their functioning, and consequently leading to the microorganism’s
death [24,25]. ROS can still inhibit the replication activities of DNA/plasmid and some
protein enzymes, due to their interaction with phosphate/sulfate groups or even due to
genetic changes [25,26]. All of these results, in combination with the permeability of ROS
under the cell membrane, can affect the expression of proteins essential for the correct
functioning of microorganisms, as well as their replication [24,27–31].

In particular, silver (Ag) is a widely known element for its antimicrobial properties and
has been used in colloidal silver compounds or as adsorbed particles in a colloidal carrier [32].
In addition, Ag nanoparticles (Ag NPs) display the antimicrobial properties of bulk Ag, with a
significant reduction in the toxic effects observed with Ag cations [33–35]. The antimicrobial
effects of Ag NPs are accomplished by a unique physiochemical property to generate more
efficient contact with microorganisms and enhance interactions with microbial proteins [36].
Ag NPs present excellent activity against many kinds of bacteria [37–42] and are capable
of disrupting the mitochondrial respiratory chain, leading to the production of ROS [43],
and have also demonstrated promising antifungal [44,45] and antiviral capabilities against
viruses such as HIV, Tacaribe virus, and several respiratory pathogens, including aden-
ovirus, parainfluenza, and influenza (H3N2) [31,46–49]. Specifically with regard to antiviral
activities, AgNPs are thought to inhibit the entry of the virus into cells due to the binding
of envelope proteins, such as glycoprotein gp120, which prevents CD4-dependent virion
binding, fusion, and infectivity [31]. In most cases, Ag NPs present the disadvantage
of their tendency to agglomerate, leading to a loss of effectiveness. In recent years, the
construction of Ag metal/semiconductor composite materials has been identified as a
promising strategy for responding to the above problems. Therefore, the strong surface
plasmon resonance (SPR) adsorption and high electron trapping ability of Ag NPs are
beneficial for promoting the charge transmission bridge [29,50–55]. This modification of
Ag NPs by light establishes a coulombic restoring force and prompts a charge density, and
they are frequently used in plasmonic composites.

Among the large number of metal/semiconductor composites, SiO2-Ag has attracted
considerable attention due to its excellent properties, because SiO2 is thermally stable and
highly bioactive, and could not only prevent the agglomeration of particles and enhance
the surface hydrophilicity but also further improve their stability [56–65]. Recently, it
has been demonstrated that mesoporous silica nanoparticle/Ag composite presents great
potential as a candidate for the development of products aiming to prevent the spread of
drug-resistant pathogens [66,67].
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An important feature of such materials is the combination of positive properties of
the polymer matrix, such as lightness, flexibility, and ease of production, as well as the
ability to modify the properties of the material. However, the Ag NPs hosted in SiO2 have
certain drawbacks in relation to their stability. This situation has spurred the study of
alternatives allowing viability for technological applications such as their immobilization
in a physical support such as a polymer matrix [68,69] and additional reducing agents
or capping agents [70]. Polymers displaying antimicrobial properties are the subject of
significant attention for their potential technical and medical applications [71–74]. One of
the most promising types of such materials is based on a SiO2-Ag composite immobilized
in a polymeric matrix, which has properties that are individually not achievable for each of
the components.

Very recently, our research group presented the development and manufacture of
materials with anti-SARS-CoV-2 activity, generating potentially safe alternatives for their
application, preventing viral proliferation and transmission [27]. Herein, we report the
results of our studies on the structure and properties of SiO2-Ag composite immobilized
in a polymeric matrix (ethyl vinyl acetate, EVA). Their antibacterial activity towards
Escherichia coli (E. coli) and Staphylococcus aureus (S. aureus) as well as towards SARS-CoV-2
have been investigated. The synthesized materials were characterized by X-ray diffraction
(XRD), field emission scanning electron microscopy (FE-SEM), and micro-Raman spec-
troscopy. Moreover, their optical properties were investigated by using ultraviolet−visible
(UV−vis) spectroscopy. In addition, first-principles calculations within the framework of
Density functional theory (DFT) were employed to obtain atomic-level information on the
geometry and electronic structure, local bonding of the SiO2 model, and their interaction
with O2 and H2O. Furthermore, we explored the application of the samples for the pho-
tocatalytic activity in the degradation of Rhodamine B (RhB) and trapping experiments
were carried out to understand the radical scavenging behavior. The broad spectrum of
interesting properties displayed by such materials present opportunities for a multitude of
biomedical applications.

2. Materials and Methods

Synthesis Ag NPs: Briefly, silver nitrate (850 mg, AgNO3, Cennabras (Guarulhos,
Brazil), 99.8%) was dissolved in 100 mL of deionized water at 90 ◦C and stirred until
complete dissolution. Subsequently, 1.0 mL of sodium citrate (C6H5Na3O7, Sigma-Aldrich
(St. Louis, MO, USA), 98%) diluted in water (1% (wt/wt)) was added and the transparent
solution converted to a yellowish-green colloid, which indicated the formation of Ag NPs.
After 1 h, the colloidal dispersion was mixed with 11g of amorphous SiO2 (Sigma-Aldrich,
St. Louis, MO, USA) and dried at 125 ◦C in a conventional oven.

Preparation of EVA-SiO2-Ag Composite: EVA 3019, melt index 2.5 g/10 min, was
purchased from Braskem (Guarulhos, Brazil). EVA-SiO2-Ag masterbatch was prepared
by incorporation in the molten state processing of the SiO2-Ag into the EVA using a co-
rotational twin-screw extruder Plastic AX, Brazil. Mineral oil was used as a compatibilizer
agent to prevent agglomeration and to provide uniform distribution of the SiO2-Ag into
the EVA matrix. Then, 1% in weight of mineral oil (USP Grade, Anastacio Chemistry,
São Paulo, Brazil) was firstly dispersed in the polymer by drumming for 20 min at 15 Hz.
Subsequently, 10% in weight of SiO2-Ag was added to the mixing drum and the process
was maintained for an additional time of 20 min. The processing extrusion temperature was
140 ◦C. To examine the antimicrobial properties of a typical application product, EVA-SiO2-
Ag composite samples were produced using a thermoplastic injection-molding process.
Test samples were produced by dry-blending the EVA polymer with the required amount
of masterbatch containing the SiO2-Ag additive, which was followed by injection-molding.
The samples were 50 by 50 by 1.5 mm and contained the melt-blended EVA composite
masterbatch (10% (wt/wt), corresponding to approximately 50 ppm Ag).

Characterizations: The samples were structurally characterized by XRD using a
D/Max-2500PC diffractometer (Rigaku, Tokyo, Japan) with Cu Kα radiation (λ = 1.5406 Å)
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in the 2θ range of 10–50◦ and a scanning speed of 1◦ min-1. Furthermore, micro-Raman
spectra were recorded using the iHR550 spectrometer (Horiba Jobin-Yvon, Kyoto, Japan)
coupled with a Silicon CCD detector and an argon-ion laser (Melles Griot, Rochester, NY
USA), which operated at 514.5 nm with a maximum power of 200 mW; moreover, a fiber
optic microscope was also employed. Fourier-transform infrared spectroscopy (FT-IR,
Bruker Vector 22 FTIR, Billerica, MA, USA) of the samples was recorded at 400–4000 cm−1.
UV–vis diffuse reflectance measurements were obtained using a Varian Cary spectrometer
model 5G in diffuse reflectance mode, with a wavelength range of 2000 to 250 nm and a
scan speed of 300 nm min−1. An analysis of the thermal stability of samples was conducted
on a thermogravimetric (TG/DTA) analyzer (NETZSCH—409 Cell) from 30 to 700 ◦C at a
heating rate of 10 ◦C min−1 and in an oxidizing atmosphere (O2) with 50 mL min−1 flux.
The morphologies, textures, and sizes of the samples were observed with a FE-SEM, which
operated at 2 kV (Supra 35-VP, Carl Zeiss, Jena, Germany). A Jem-2100 LaB6 (Jeol, Tokyo,
Japan) high-resolution transmission electron microscope (HR-TEM) with an accelerating
voltage of 200 kV coupled with an INCA Energy TEM 200 (Oxford, Abingdon, UK) was
used to obtain larger magnifications and to clearly verify the samples. AFM images
were obtained using a Flex-AFM controlled by Easyscan 2 software (Nanosurf, Liestal,
Switzerland) in contrast phase mode on an active vibration isolation table (model TS-150,
Table Stable LTD®). The cantilever used for image acquisition was the silicon Tap190G
(resonant frequency 190 kHz, force constant 48 N/m, Budget Sensors) in setpoint of 50%.

Bactericidal Tests: The bactericidal activity towards E. coli and S. aureus of the pure
polymer and the composite with SiO2-Ag was evaluated according to the standard test
methodology described in ISO 22196—Measurement of antibacterial activity on plastics
and other non-porous surfaces [75], carried out in Nanox’s microbiology laboratory. A
100-µL volume of the bacterial solution (in a concentration of 105 CFU/mL) was inoculated
in triplicate over the surface of the samples. The inoculum was then covered with a
sterile plastic film which was gently pressed to be distributed throughout the sample
area. Samples were incubated in a bacteriological oven at 36 ◦C for 24 h at 90% humidity.
After incubation, the inoculum was recovered with 10 mL of SCDLP broth followed by
serial dilution to 10−4 in PBS buffer. One mL of each dilution was plated with Standard
Count Agar by Pour Plate. After solidification of the culture medium, the Petri dishes were
incubated in the inverted position in a bacteriological oven at 36 ◦C for 24 h. The logarithmic
reduction and percentage reduction by the CFU/mL count were then determined by the
following equation:

R = (Ut −U0)− (At −U0) = Ut −At (1)

where R is the antibacterial activity; U0 is the average of the common logarithm of the
number of viable bacteria, in cells/cm2, recovered from the untreated test specimens
immediately after inoculation; Ut is the average of the common logarithm of the number of
viable bacteria, in cells/cm2, recovered from the untreated test specimens after 24 h, and
At is the average of the common logarithm of the number of viable bacteria, in cells/cm2,
recovered from the treated test specimens after 24 h.

Antiviral Tests: The antiviral activity of the pure polymer and the composite with
SiO2-Ag was evaluated by adapting the standard model ISO 21702—Measures of antiviral
activity on plastics and other non-porous surfaces [76] and the method used by Tremiliosi
et al. [27]. The tests were carried out in a NB3 (biosafety level 3) laboratory at the University
of São Paulo, following the recommendations of ANVISA. SARS-CoV-2 was inoculated
into liquid media; EVA polymer and the EVA-SiO2-Ag composite samples were incubated
for 2 different time intervals (2 and 10 min). Then, they were seeded in Vero CCL-81 cell
cultures. After incubation, the viral genetic material was quantified by quantitative PCR in
real time and, based on the control, the ability of each sample to inactivate SARS-CoV-2
was determined.

Reactive Oxygen Species (ROS) Identification: To investigate the active species gener-
ated in the photocatalytic RhB (Aldrich, 95%) degradation process over SiO2-Ag composite,
a trapping experiment was conducted with ascorbic acid (AA), ammonium oxalate (AO),
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and tert-butyl alcohol (TBA) as the capture agent of hydroxyl radical (OH∗), hole (h•),
and hydroperoxyl radical (O2H∗), respectively. The trapping experimental procedure was
identical to photocatalytic degradation except that an additional capture agent was added
each time. In this way, 50 mg of the sample was dispersed in 50 mL of RhB solution
(1 × 10−5 M), and it was kept in the dark for 30 min at 20 ◦C, and then 6 visible lamps
(Philips TL-D, 15W) were switched on. After 60 min, an aliquot was removed and cen-
trifuged to obtain only the liquid phase. The variations in the standard absorption of RhB
(554 nm) were discerned through analysis of absorption spectroscopy in the UV–vis region
on a V-660 spectrophotometer (JASCO, Tokyo, Japan).

Computational Method: The calculations were performed with the Gaussian 09
package [77] by using density functional theory (DFT), with the hybrid functional B3LYP
and 6-31 ++ G ** basis set. In the Supplementary Materials, the model systems employed in
this study are presented. An analysis based on the results of the natural bond orbital (NBO)
method (Reed et al.) and the map electrostatic potential (MEP) is employed to investigate
the charge transfer process between the SiO2 model and O2 and H2O.

3. Results and Discussion

The X-ray diffraction (XRD) measurements are presented in Figure 1. An analysis of
the results shows that the sample SiO2-Ag has a characteristic peak of amorphous SiO2 at
around 2θ = 22.2◦ [78–81]. No additional peak is observed regarding possible Ag phases.
For pure EVA, a high crystallinity of the polymer is observed, which is in line with what
has been observed in other studies in the literature [82,83]. The SiO2-Ag particles were
added in a polymeric matrix, EVA, which has the role of carrier. For the EVA-SiO2-Ag
composite, there is an amorphization of the polymeric structure; that is, the symmetry and
periodicity break at long-range. This is due to the high degree of disorder of the distorted
tetrahedral clusters of [SiO4] present in amorphous SiO2 [84], which cause an induction to
amorphization of the polymeric EVA chains. As a result of this union, a broad band located
at 2θ = 19.9◦ is observed.

Figure 1. X-ray diffractograms of SiO2-Ag, EVA-SiO2-Ag, and EVA samples.

In order to complement the results obtained by XRD, micro-Raman measurements
were performed, seeking to analyze the degree of order of the samples at short range
(Figure 2). For the SiO2-Ag sample, a peak of approximately ~240 cm−1 is observed,
referring to the scissoring of the distorted tetrahedral of the [SiO4] clusters [85]. For pure
EVA, there are five distinct groups of vibrations in the micro-Raman spectrum [86]. The
vibrations in the range 500–700 cm−1 correspond to the deformation movements of the
acetate groups of the EVA monomers [86–88]. A set of peaks related to the C-C stretches of
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the constituent monomers is observed in the range of 750 to 1250 cm−1 [86,89]. The peaks
between 1300 and 1500 cm−1 were ascribed to the bending and twisting vibrations of the
ethylene groups in the monomers of EVA [86,87]. Between 1700 and 1900 cm−1, stretches
related to C=O bonds are observed [86,90]. At the highest wavelengths, located between
2800 and 3050 cm−1, C–H aliphatic stretches of the EVA are observed [87,91]. In contrast to
the XRD observations, the composite does not lose its organization at short range; that is,
its constituent monomers maintain their degree of structural order. The SiO2-Ag mode in
the composite can also be observed, indicating good incorporation in the EVA polymer.
According to Shen et al., this mode at ~240 cm−1 may also refer to vibrations of the Ag-O
bonds, which can be formed from the interaction of the O atoms of the carbonyl groups of
the EVA with the Ag contained in SiO2-Ag [87].

Figure 2. Micro-Raman spectra of SiO2-Ag, EVA-SiO2-Ag, and EVA samples.

Fourier-transform infrared spectroscopy (FTIR) was performed to analyze changes in
the functional groups of the samples and to verify the formation of the composite EVA-
SiO2-Ag (Figure 3). For SiO2-Ag, there is a broad band located near 3400 cm−1 and another
located at 1627 cm−1, both corresponding to the O–H stretching of water and the formed
silanol groups (Si–OH), respectively [92,93]. The bands observed at 1100 and 475 cm−1,
on the other hand, are attributed to symmetrical stretching and bending of Si–O–Si bonds,
respectively [92,94,95]. The peaks located at 950 and 845 cm−1 indicate the bending of the
O–Si–O moiety [80,95]. The low-intensity mode located at 552 cm−1 can be attributed to
Ag-O stretching, showing the presence of Ag in SiO2-Ag [96,97]. For EVA, bands referring
to the fingerprint of the polymer are observed at 2954, 2850, 1467, 1243, 874, 707, and
546 cm−1, related to the EVA aliphatic groups [98–102]. At 1020 cm−1, the bending of
the C–O–C bonds is observed [102], and at 1801 and 1739 cm−1, the C=O bond stretching
refers to two different types of carbonyl groups [101,102], as noted by Poljansek et al. [103].
For the EVA-SiO2-Ag composite, changes are observed especially for the stretching of the
C=O bonds and throughout the low-wavelength region, where the SiO2 vibrational modes
appear. This is because EVA monomers interact through ionic and van der Waals forces
with SiO2 and Ag, shown by the overlap of some vibrational modes of the samples and the
appearance of new ones. These findings indicate the interactions between the polymer, at
short and long range, with the particles of SiO2 and Ag.
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Figure 3. FTIR spectra of SiO2-Ag, EVA-SiO2-Ag, and EVA samples.

The thermogravimetric (TG) and differential thermal analysis (DTA) curves are shown
in Figure 4. In the SiO2-Ag sample, a small loss of mass (9.3%) is observed at 50 ◦C,
due to the loss of water molecules adsorbed onto the material surface, demonstrating its
high thermal stability [104,105]. The degradation of the EVA polymer occurs in two main
stages: the first is due to the loss of acetate groups (between 300 and 400 ◦C) and the
second is due to the decomposition of the remaining ethylene groups (between 400 and
650 ◦C) [106,107]. For the composite, there are no significant differences in the TG/DTA
profiles compared to the pure polymer, but a slightly smaller loss of mass occurs for this
compound (96.8%) than for the EVA (98.2%). This difference is due to the addition of SiO2-
Ag in the polymeric structure, which, due to its high thermal stability, does not decompose
at higher temperatures.

Figure 4. TG/DTA curves of SiO2-Ag, EVA-SiO2-Ag, and EVA samples.

Figure 5A shows the diffuse reflectance spectra (DRS) of pure EVA and EVA-SiO2-Ag,
in which light absorption is observed in the range of 685 to 480 nm, attributed to the
presence of composite SiO2-Ag in the polymer blend. The absorptions on near-infrared
wavelengths are ascribed to EVA, where the peaks at 1218, 1440, and 1750 nm are the
vibrational modes of the C−H groups in the polymer chain, while the absorption from 1780
to 2000 nm is due to the vinyl acetate group [108–110]. The high absorption from 425 nm to
ultraviolet wavelengths is attributed to the UV absorber added to the EVA production. The
peak at 680 nm is observed for both samples, EVA and EVA-SiO2-Ag. The broad absorption
due to the presence of SiO2-Ag is ascribed to the Ag2O nanoparticles in the SiO2, as shown
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in Figure 5B. The same effect was observed by Paul et al. [111] for Ag2O nanoparticles
growth on TiO2 nanorods, in which the composite reduces the bandgap from 2.80 eV (pure
TiO2) to 1.68 eV. In another report, Deng and Zhu [112] produced nanocomposite spheres
of TiO2/SiO2/Ag/Ag2O with a bandgap in the range of 2.19–3.01 eV. Although the Ag2O
bulk material showed a bandgap from 1.2 to 1.43 eV [113], these values depended on
the size of the particle, where the smaller the particle, the higher its bandgap. Here, the
bandgap of the SiO2-Ag is shown in the inset of Figure 5B, calculated from an indirect
interband transition with a value of 1.81 eV. The bandgaps at around 3.03 eV are attributed
to the absorption of the UV, which added to EVA production. If a direct electronic transition
were considered, only the absorption of the UV absorber would be detected due to the
drastic decrease in the diffuse reflectance below 425 nm. The direct transition presents an
average energy of approximately 3.26 eV (Figure 5C).
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Figure 5. (A) Diffuse reflectance spectra, (B) indirect interband transition and (C) direct interband
transition of pure EVA and EVA-SiO2-Ag.

Figure 6 shows the FE-SEM and HR-TEM images for the SiO2-Ag sample. It is observed
that SiO2 microparticles have no defined morphology, due to their degree of amorphization.
In addition, on the surface of the larger particles, the deposition of some NPs with greater
contrast is observed, indicating the deposition of Ag NPs on the surface of SiO2 (Figure 6A,B).
To confirm the nature of these deposited NPs, HR-TEM measurements of this sample were
performed (Figure 6C,D). As observed in XRD, in the SiO2 microparticles, crystalline planes
are not observed, confirming that they are amorphous. In addition, smaller crystalline
particles associated with a high-contrast surface are observed, as shown in Figure 6D.
Fourier-transform (FT) analysis of the crystalline planes of these particles shows that an
interplanar distance of 2.35Å was obtained, which is associated with the metallic Ag plane
(111) with a cubic structure, according to the card n◦44387 [114] in the Inorganic Crystal
Structure Database (ICSD), confirming the formation of the SiO2-Ag interface. From the
EDX analysis of the sample, a Si/Ag ratio (wt/wt) of 25.84 was obtained (Figure S1).
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Figure 6. (A,B) FE-SEM images of SiO2-Ag and (C,D) TEM and HR-TEM of SiO2-Ag sample.

The 2D AFM images shown in Figure 7 present different characteristics after mod-
ification of the EVA with the formation of the SiO2-Ag composite. In Figure 7A,B, the
height and phase contrast profile for the sample of EVA without the silica-based composite
is presented, which provides a surface roughness of 65 nm (root mean square deviation)
and a uniform phase contrast with few regions of well-defined contrast. However, the
sample EVA-SiO2-Ag shows a small surface roughness, 32 nm, and well-defined regions
of contrast phase (Figure 7D,E). The 3D AFM images clearly display the roughness differ-
ences between the EVA and EVA-SiO2-Ag samples, as shown in Figure 7C,F, respectively.
Moreover, the dark domains in the contrast phase correspond to the SiO2-Ag composite for
Figure 7E and present particles of several size scales distributed in the polymeric matrix.
Using the image of EVA-SiO2-Ag in contrast phase and assuming that all dark domains
are SiO2-Ag composite, it is possible to verify the presence of 599 particles on the surface
in a size scale span from 30 to 385,000 nm2. The AFM results are in agreement with the
FE-SEM images of the polymer samples. The EVA presents a granular morphology, which
is caused by the cure of the polymer blend in its extrusion. After the addition of SiO2-Ag, a
distribution of particles is observed on the surface of the polymer composite in a broad
size scale span, which is in accordance with the AFM images. The broad size distribution
of the particles was observed by Hui et al. [115] in the investigation of the low-density
polyethylene/ethylene vinyl acetate modification with SiO2. Furthermore, the decrease in
the surface roughness with the addition of Ag in the polymer matrix was noticed by Filip
et al. [116] in their study of polyurethane modified with Ag to produce bionanocomposites.
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Figure 7. AFM images of (A–C) EVA and (D–F) EVA-SiO2-Ag samples. SEM images of the (G) EVA
and (H) EVA-SiO2-Ag samples.

Once the SiO2-Ag particles were successfully incorporated into the EVA, microbiologi-
cal tests were carried out against E. coli, S. aureus, and the SARS-CoV-2 virus, due to the high
oxidizing power of the Ag NPs combined with the SiO2 capacity to produce ROS, which can
cause irreversible damage to these microorganisms. The elimination values against E. coli
and S. aureus are shown in Table 1 and the inhibition values against SARS-CoV-2 in Table 2.

Table 1. Results of the efficacy evaluation of biocides incorporated into specimens against S. aureus
(ATCC 6538) and E. coli (ATCC 8739).

EVA Eva-SiO2-Ag Reduction in Relation
to Control

CFU*/test
piece

(recovery)

Log10 of
CFU*/test

piece
(recovery)

CFU*/test
piece

(recovery)

Log10 of
CFU*/test

piece
(recovery)

Reduction
in Log10

Percentage
reduction

S. aureus 5.53 × 105 5.74 <1.0 × 10−1 <1.0 >4.74 >99.99%
E. coli 6.40 × 105 5.80 <1.0 × 10−1 <1.0 >4.80 >99.99%

* CFU–colony forming units.
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Table 2. Copies per mL of SARS-CoV-2 at different times of incubation.

Sample Incubation
Time

Day 1 Day 2

Copies/mL
(SARS-CoV-

2)

Viral
Inactivation

(%)

Copies/mL
(SARS-CoV-

2)

Viral
Inactivation

(%)

EVA 2 min 7.68 × 109 − 3.85 × 108 −
EVA-SiO2-Ag 2 min 7.27 × 107 99.05 2.87 × 106 99.26

EVA 10 min 2.21 × 109 − 5.21 × 108 −
EVA-SiO2-Ag 10 min 3.28 × 106 99.85 1.98 × 106 99.62

For both bacteria, E. coli and S. aureus, a 99.99% reduction is observed when in contact
with the composite after 24 h of incubation. In contrast to the SARS-CoV-2 virus, 99.05%
inactivation is observed in 2 min and 99.85% in 10 min for day 1, and 99.26% in 2 min and
99.62% in 10 min for day 2. In both cases, there was no elimination of microorganisms for
pure EVA—that is, without the addition of the SiO2-Ag composite. This behavior proves
the synergistic effect of SiO2 microparticles and Ag NPs with EVA.

The microbicidal tests were performed for the EVA-SiO2-Ag sample after forced aging
by ultraviolet irradiation, following ISO 4892-2: 2013 [117], which aims to reproduce the
effects of weathering (temperature, humidity, and/or wetting) that occur when materials
are exposed in real-life environments to daylight or daylight filtered through window glass.
It was observed that after simulating two years of aging (1200 h of exposure), there is still a
99.950% reduction in the elimination of S. aureus and E. coli. Thus, the durability defined
for the EVA-SiO2-Ag was a minimum of two years.

Figure 8 shows the degradation behaviors of the SiO2-Ag composite. An analysis
of the results shows that the SiO2-Ag sample has a photocatalytic efficiency of 23.7% in
60 min (see the degradation kinetics in Figure S2), with a reduction of 0.0, 7.3, and 5.7% in
the presence of AA, AO, and TBA, respectively. These findings demonstrate that h•, OH∗,
and O2H∗ are involved in the photodegradation mechanism. These reactive species appear
through the formation of e′ − h• pairs generated in the valence band (VB) and conduction
band (CB) [118,119] of the SiO2-Ag composite, with subsequent reaction with O2 and H2O.
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Figure 8. Comparison of photocatalytic degradation of RhB in the presence of different scavengers
under visible light irradiation.

SiO2 is an n-type semiconductor with a defined electronic structure, bandgap, and
position of both CB and VB. Considering the close relation between the photocatalytic
and biocidal properties of semiconductors, their activity can be exerted though similar
mechanisms. Activation of water (H2O) and molecular oxygen (O2) are the most important
chemical processes involved in both photocatalytic and biocide activities, and the ROS
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are the key signaling molecules in both processes. As demonstrated by the results of the
radical scavenger experiments, SiO2 interacts with H2O and O2 to provoke the formation
of ROS (OH∗ and O2H∗) [120–123] and is effective in inhibiting protein adhesion [124,125].

First-principles calculations were performed to analyze the interaction of H2O and
O2 molecules with the SiO2 model. We optimize the SiO2 model and then the map of
the molecular electrostatic potential (MEP) is calculated to investigate the charge transfer
process between SiO2 and H2O and O2 and these results are presented in the Supplementary
Materials (Figures S3–S5 and Table S1). The MEP displays the nucleophilic and electrophilic
regions where energetically favorable interactions with H2O and O2 take place, respectively.
At the minima of both interactions, there is an electronic charge of 0.04 e− from H2O to
SiO2 and 0.10 e− from SiO2 to O2. These events can be considered the early stages of the
formation of OH∗ and O2H∗.

The recognized mechanism corresponding to SPR and associated with photoreactivity
has not yet been strictly established. In the present study, the proposed photocatalysis
and biocidal mechanism of SiO2-Ag composites is summarized in Figure 9. The Ag NPs
and SiO2 particles absorb the incident photons, and the e′ in the VB in SiO2 are excited
afterwards. The excited e′ move to the CB; at the same time, the same amount of h• is
generated in the VB. Because of the higher work function of Ag compared with that of SiO2,
partially excited e′ would transfer from SiO2 CB to the surface-loaded Ag NPs, since the
Fermi energy level of Ag metal is lower than that of SiO2. When the Ag NPs and the SiO2
semiconductor come into contact, free electrons migrate from the Fermi level of metallic Ag
to the CB of SiO2 to reach an equilibrium Fermi state. As a consequence, the whole energy
band of the SiO2 semiconductor is increased, while that of metallic Ag decreases; this leads
to the formation of a depletion layer and an internal electrical field at the interface. The
migration of e′ away from the depleted region causes the creation of excess positive and
negative charges on the Ag NPs’ surface and in the SiO2 semiconductor, respectively. Thus,
the internal electrical field is directed from Ag NP toward the SiO2 semiconductor. Since
the SiO2-Ag composite is able to absorb the near-ultraviolet to visible light, this helps to
absorb more photons and further excite more e′ within SiO2, resulting in the accumulation
of more h•. The e′ come up against the O2 molecule; meanwhile, h• is quenched by H2O to
complete the cycle. Therefore, the biocidal activity of SiO2 would be greatly improved if the
Ag NPs were anchored onto SiO2. To the best of our knowledge, there are still no reports
on the utilization of SiO2-Ag composite to target SARS-CoV-2. The SiO2-Ag composite
encapsulated EVA with a narrow bandgap not only efficiently increases the e′ flow of the
SiO2 but also largely facilitates the charge separation. The subsequent deposition of Ag
NPs promotes electron transfer ability, which leads to higher biocidal activity. Moreover,
the contact of Ag NPs with the surface of the semiconductor SiO2 can result in an electron-
enhanced area in their interface that could effectively facilitate the uptake of electrons and
then improve the reduction activity. These reactions can be increased due to the formation
of an intense local electric field close to the surface of the Ag NPs (SPR effect) (Figure 9A).
At the Ag–semiconductor interface, the number of charge carriers is greater due to the
generated electric field, increasing the corresponding separation process (Figure 9B). On
the other hand, the interaction with the e′ in a cluster is represented by the transition of e′

from occupied to unoccupied states in the band structure. The occupied states are below
the Fermi level, and the unoccupied states are mostly above the Fermi level. In the specific
case of bacteria, fungi, and viruses, there is an interaction of the region of lower electronic
density of the crystal surface with H2O. In this interaction, H2O loses an e′, forming a
hydroxyl radical (OH∗) and a proton (H•). Simultaneously, an e′ is transferred to the O2
molecule, forming the superoxide anion (O′2). This ion, in turn, to maintain the balance
of charge and mass, interacts with the H•, forming the hydrogen peroxide radical (O2H∗).
The results summarized above are exemplified in Figure 9C.
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Figure 9. A schematic representation of plasmon-induced hot electrons over SiO2-Ag composite: (A) in Ag NP particles; (B)
in metal semiconductor; and (C) proposed mechanism for biocidal activity. (CB and VB represent the conduction band and
valence band, respectively.).

4. Conclusions

The development of new technologies for constructing highly efficient biocidal mate-
rials, particularly coating strategies to prevent SARS-CoV-2, is of great significance. Here, a
plasmonic SiO2-Ag composite immobilized in a polymeric matrix (ethyl vinyl acetate) was
successfully prepared and the as-fabricated samples exhibited high antibacterial activity
towards Escherichia coli (E. coli) and Staphylococcus aureus (S. aureus) as well as towards
SARS-CoV-2. The enhancement is mainly due to the SPR effect of the Ag NPs anchored
onto the SiO2. Considering the close relation between the photocatalytic and biocidal
properties of semiconductors, their activity can be exerted though similar mechanisms.
The active species trapping experiments suggested that h•, OH∗, and O2H∗ were the main
active species for the photocatalytic degradation of RhB and biocidal activity. Given that
EVA has high mechanical resistance and stability to water and heat and that the procedure
for obtaining the composites is simple and uses low-cost reagents, the SiO2-Ag compos-
ite has potential advantages for application as a material biocide, and the elimination
of SARS-CoV-2. Finally, we propose emerging technologies that have not yet been used
for bactericide/virucide purposes but hold great promise and potential for the future
engineering of biocidal surfaces. This is the case for the reusable mask manufactured using
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the EVA-SiO2-Ag composite presented here, which has high durability, requiring only the
replacement of its filters to have a technology applicable to current demands (Figure 10).

Figure 10. Reusable mask manufactured using the EVA-SiO2-Ag composite.

Supplementary Materials: The following are available online at https://www.mdpi.com/2079-499
1/11/3/638/s1, Figure S1 Chemical composition from EDX analysis of the SiO2-Ag; Figure S2 (A)
Relative concentration of RhB dye (Cn/C0). (B) Reaction kinetics of the RhB degradation −ln(Cn/C0)
versus time (min) for SiO2-Ag composite; Figure S3. Schematic representation of the different rings
used for modeling SiO2. Silicon (yellow) and Oxygen (red); Figure S4. The optimized SiO2 model
used in the calculations; Table S1 Bond angles and lengths of the structure used; Figure S5. MEP (in
eV) of SiO2 model.
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81. Musić, S.; Filipović-Vinceković, N.; Sekovanić, L. Precipitation of amorphous SiO2 particles and their properties. Braz. J. Chem.

Eng. 2011, 28, 89–94. [CrossRef]
82. He, X.; Zhang, R.; Yang, C.; Rong, Y.; Huang, G. Study on orientation in EVA/Fe3O4 composite hot-melt adhesives. Int. J. Adhes.

Adhes. 2013, 44, 9–14. [CrossRef]
83. Bidsorkhi, H.C.; Soheilmoghaddam, M.; Pour, R.H.; Adelnia, H.; Mohamad, Z. Mechanical, thermal and flammability properties

of ethylene-vinyl acetate (EVA)/sepiolite nanocomposites. Polym. Test. 2014, 37, 117–122. [CrossRef]
84. Van Hoang, V. Molecular Dynamics Simulation of Amorphous SiO2Nanoparticles. J. Phys. Chem. B 2007, 111, 12649–12656.

[CrossRef]
85. Borowicz, P.; Taube, A.; Rzodkiewicz, W.; Latek, M.; Gierałtowska, S. Raman Spectra of High-κDielectric Layers Investigated with

Micro-Raman Spectroscopy Comparison with Silicon Dioxide. Sci. World J. 2013, 2013, 1–6. [CrossRef]
86. Chernev, B.S.; Hirschl, C.; Eder, G.C. Non-Destructive Determination of Ethylene Vinyl Acetate Cross-Linking in Photovoltaic

(PV) Modules by Raman Spectroscopy. Appl. Spectrosc. 2013, 67, 1296–1301. [CrossRef] [PubMed]
87. Shen, Y.; Chen, Z.; Zhou, Y.; Lei, Z.; Liu, Y.; Feng, W.; Zhang, Z.; Chen, H. Solvent-free electrically conductive Ag/ethylene vinyl

acetate (EVA) composites for paper-based printable electronics. RSC Adv. 2019, 9, 19501–19507. [CrossRef]
88. Peike, C.; Kaltenbach, T.; Weiß, K.-A.; Koehl, M. Non-destructive degradation analysis of encapsulants in PV modules by Raman

Spectroscopy. Sol. Energy Mater. Sol. Cells 2011, 95, 1686–1693. [CrossRef]
89. Shimoyama, M.; Maeda, H.; Matsukawa, K.; Inoue, H.; Ninomiya, T.; Ozaki, Y. Discrimination of ethylene/vinyl acetate

copolymers with different composition and prediction of the vinyl acetate content in the copolymers using Fourier-transform
Raman spectroscopy and multivariate data analysis. Vib. Spectrosc. 1997, 14, 253–259. [CrossRef]

http://doi.org/10.1016/j.jnoncrysol.2008.09.014
http://doi.org/10.1016/j.jcat.2003.07.014
http://doi.org/10.1021/am4004733
http://doi.org/10.1021/jp073632h
http://doi.org/10.3390/nano11020477
http://doi.org/10.1016/j.jcis.2019.08.009
http://www.ncbi.nlm.nih.gov/pubmed/31400539
http://doi.org/10.1016/j.biomaterials.2012.02.027
http://doi.org/10.1039/c3dt51093j
http://doi.org/10.1039/C6RA06450G
http://doi.org/10.1021/nn9014533
http://doi.org/10.1021/acsomega.8b00326
http://www.ncbi.nlm.nih.gov/pubmed/31459077
http://doi.org/10.1039/c3tb20303d
http://doi.org/10.1039/c2dt11823h
http://www.ncbi.nlm.nih.gov/pubmed/22249414
http://doi.org/10.1155/2015/686021
http://doi.org/10.1590/1516-1439.009015
http://doi.org/10.1088/2043-6262/4/4/045007
http://doi.org/10.1590/S0104-66322011000100011
http://doi.org/10.1016/j.ijadhadh.2013.02.003
http://doi.org/10.1016/j.polymertesting.2014.05.007
http://doi.org/10.1021/jp074237u
http://doi.org/10.1155/2013/208081
http://doi.org/10.1366/13-07085
http://www.ncbi.nlm.nih.gov/pubmed/24160881
http://doi.org/10.1039/C9RA02593F
http://doi.org/10.1016/j.solmat.2011.01.030
http://doi.org/10.1016/S0924-2031(97)00010-6


Nanomaterials 2021, 11, 638 18 of 19

90. Kuna, L.; Eder, G.C.; Leiner, C.; Peharz, G. Reducing shadowing losses with femtosecond-laser-written deflective optical elements
in the bulk of EVA encapsulation. Prog. Photovoltaics Res. Appl. 2014, 23, 1120–1130. [CrossRef]

91. Hirschl, C.; Biebl–Rydlo, M.; DeBiasio, M.; Mühleisen, W.; Neumaier, L.; Scherf, W.; Oreski, G.; Eder, G.; Chernev, B.; Schwab, W.;
et al. Determining the degree of crosslinking of ethylene vinyl acetate photovoltaic module encapsulants—A comparative study.
Sol. Energy Mater. Sol. Cells 2013, 116, 203–218. [CrossRef]

92. Sakthisabarimoorthi, A.; Dhas, S.M.B.; Jose, M. Nonlinear optical properties of Ag@SiO2 core-shell nanoparticles investigated by
continuous wave He-Ne laser. Mater. Chem. Phys. 2018, 212, 224–229. [CrossRef]

93. Sun, D.-H.; Lu, P.; Zhang, J.-L.; Liu, Y.-L.; Ni, J.-Z. Synthesis of the Fe3O4@SiO2@SiO2-Tb(PABA)3 luminomagnetic microspheres.
J. Nanosci. Nanotechnol. 2011, 11, 9774–9779. [CrossRef] [PubMed]

94. Ramalla, I.; Gupta, R.K.; Bansal, K. Effect on superhydrophobic surfaces on electrical porcelain insulator, improved technique at
polluted areas for longer life and reliability. Int. J. Eng. Technol. 2015, 4, 509–519. [CrossRef]

95. Liang, Y.; Ouyang, J.; Wang, H.; Wang, W.; Chui, P.; Sun, K. Synthesis and characterization of core–shell structured
SiO2@YVO4:Yb3+, Er3+ microspheres. Appl. Surf. Sci. 2012, 258, 3689–3694. [CrossRef]

96. Siddiqui, M.R.H.; Adil, S.; Assal, M.; Ali, R.; Al-Warthan, A.A. Synthesis and Characterization of Silver Oxide and Silver Chloride
Nanoparticles with High Thermal Stability. Asian J. Chem. 2013, 25, 3405–3409. [CrossRef]

97. Oje, A.I.; Ogwu, A.; Mirzaeian, M.; Tsendzughul, N. Electrochemical energy storage of silver and silver oxide thin films in an
aqueous NaCl electrolyte. J. Electroanal. Chem. 2018, 829, 59–68. [CrossRef]

98. Aguilar-Reynosa, A.; Romaní, A.; Rodríguez-Jasso, R.M.; Aguilar, C.N.; Garrote, G.; Ruiz, H.A. Microwave heating processing as
alternative of pretreatment in second-generation biorefinery: An overview. Energy Convers. Manag. 2017, 136, 50–65. [CrossRef]

99. Ramírez-Hernández, A.; Aguilar-Flores, C.; Aparicio-Saguilán, A. Fingerprint analysis of FTIR spectra of polymers containing
vinyl acetate. DYNA 2019, 86, 198–205. [CrossRef]

100. Marcilla, A.; Gómez, A.; Menargues, S. TGA/FTIR study of the catalytic pyrolysis of ethylene–vinyl acetate copolymers in the
presence of MCM-41. Polym. Degrad. Stab. 2005, 89, 145–152. [CrossRef]

101. Marcilla, A.; Gómez, A.; Menargues, S. TGA/FTIR study of the evolution of the gases evolved in the catalytic pyrolysis of
ethylene-vinyl acetate copolymers. Comparison among different catalysts. Polym. Degrad. Stab. 2005, 89, 454–460. [CrossRef]

102. Hoang, T.; Chinh, N.T.; Trang, N.T.T.; Hang, T.T.X.; Thanh, D.T.M.; Hung, D.V.; Ha, C.-S.; Aufray, M. Effects of maleic anhydride
grafted ethylene/vinyl acetate copolymer (EVA) on the properties of EVA/silica nanocomposites. Macromol. Res. 2013, 21,
1210–1217. [CrossRef]

103. Poljanšek, I.; Fabjan, E.; Burja, K.; Kukanja, D. Emulsion copolymerization of vinyl acetate-ethylene in high pressure reactor-
characterization by inline FTIR spectroscopy. Prog. Org. Coat. 2013, 76, 1798–1804. [CrossRef]

104. Iijima, M.; Omori, S.; Hirano, K.; Kamiya, H. Free-standing, roll-able, and transparent silicone polymer film prepared by using
nanoparticles as cross-linking agents. Adv. Powder Technol. 2013, 24, 625–631. [CrossRef]

105. Jia, Y.; Wang, H.; Tian, K.; Li, R.; Xu, Z.; Jiao, J.; Cao, L.; Wu, Y. A combined interfacial and in-situ polymerization strategy to
construct well-defined core-shell epoxy-containing SiO2-based microcapsules with high encapsulation loading, super thermal
stability and nonpolar solvent tolerance. Int. J. Smart Nano Mater. 2016, 7, 221–235. [CrossRef]

106. Duquesne, S.; Jama, C.; Le Bras, M.; Delobel, R.; Recourt, P.; Gloaguen, J. Elaboration of EVA–nanoclay systems—characterization,
thermal behaviour and fire performance. Compos. Sci. Technol. 2003, 63, 1141–1148. [CrossRef]

107. Zanetti, M.; Camino, G.; Thomann, R.; Mülhaupt, R. Synthesis and thermal behaviour of layered silicate–EVA nanocomposites.
Polymer 2001, 42, 4501–4507. [CrossRef]

108. Shimoyama, M.; Hayano, S.; Matsukawa, K.; Inoue, H.; Ninomiya, T.; Ozaki, Y. Discrimination of ethylene/vinyl acetate
copolymers with different composition and prediction of the content of vinyl acetate in the copolymers and their melting points
by near-infrared spectroscopy and chemometrics. J. Polym. Sci. Part B Polym. Phys. 1998, 36, 1529–1537. [CrossRef]

109. Watari, M.; Ozaki, Y. Calibration Models for the Vinyl Acetate Concentration in Ethylene-Vinyl Acetate Copolymers and its
On-Line Monitoring by Near-Infrared Spectroscopy and Chemometrics: Use of Band Shifts Associated with Variations in the
Vinyl Acetate Concentration to Improve the Models. Appl. Spectrosc. 2005, 59, 912–919. [CrossRef]

110. Li, H.-Y.; Perret-Aebi, L.-E.; Théron, R.; Ballif, C.; Luo, Y.; Lange, R.F.M. Optical transmission as a fast and non-destructive tool for
determination of ethylene-co-vinyl acetate curing state in photovoltaic modules. Prog. Photovoltaics Res. Appl. 2011, 21, 187–194.
[CrossRef]

111. Paul, K.K.; Ghosh, R.; Giri, P.K. Mechanism of strong visible light photocatalysis by Ag2O-nanoparticle-decorated monoclinic
TiO2(B) porous nanorods. Nanotechnology 2016, 27, 315703. [CrossRef]

112. Deng, A.; Zhu, Y. Synthesis of TiO2/SiO2/Ag/Ag2O and TiO2/Ag/Ag2O nanocomposite spheres with photocatalytic perfor-
mance. Res. Chem. Intermed. 2018, 44, 4227–4243. [CrossRef]

113. Shume, W.M.; Murthy, H.C.A.; Zereffa, E.A. A Review on Synthesis and Characterization of Ag2O Nanoparticles for Photocatalytic
Applications. J. Chem. 2020, 2020, 1–15. [CrossRef]

114. Spreadborough, J.; Christian, J.W. High-temperature X-ray diffractometer. J. Sci. Instrum. 1959, 36, 116–118. [CrossRef]
115. Hui, S.; Chaki, T.K.; Chattopadhyay, S. Effect of silica-based nanofillers on the properties of a low-density polyethylene/ethylene

vinyl acetate copolymer based thermoplastic elastomer. J. Appl. Polym. Sci. 2008, 110, 825–836. [CrossRef]
116. Filip, D.; Macocinschi, D.; Paslaru, E.; Munteanu, B.S.; Dumitriu, R.P.; Lungu, M.; Vasile, C. Polyurethane biocompatible silver

bionanocomposites for biomedical applications. J. Nanoparticle Res. 2014, 16, 1–7. [CrossRef]

http://doi.org/10.1002/pip.2530
http://doi.org/10.1016/j.solmat.2013.04.022
http://doi.org/10.1016/j.matchemphys.2018.03.047
http://doi.org/10.1166/jnn.2011.5265
http://www.ncbi.nlm.nih.gov/pubmed/22413292
http://doi.org/10.14419/ijet.v4i4.5405
http://doi.org/10.1016/j.apsusc.2011.12.006
http://doi.org/10.14233/ajchem.2013.13874
http://doi.org/10.1016/j.jelechem.2018.10.001
http://doi.org/10.1016/j.enconman.2017.01.004
http://doi.org/10.15446/dyna.v86n209.77513
http://doi.org/10.1016/j.polymdegradstab.2005.01.011
http://doi.org/10.1016/j.polymdegradstab.2005.01.024
http://doi.org/10.1007/s13233-013-1157-8
http://doi.org/10.1016/j.porgcoat.2013.05.019
http://doi.org/10.1016/j.apt.2012.11.011
http://doi.org/10.1080/19475411.2016.1261954
http://doi.org/10.1016/S0266-3538(03)00035-6
http://doi.org/10.1016/S0032-3861(00)00775-8
http://doi.org/10.1002/(SICI)1099-0488(19980715)36:9&lt;1529::AID-POLB10&gt;3.0.CO;2-7
http://doi.org/10.1366/0003702054411571
http://doi.org/10.1002/pip.1175
http://doi.org/10.1088/0957-4484/27/31/315703
http://doi.org/10.1007/s11164-018-3365-5
http://doi.org/10.1155/2020/5039479
http://doi.org/10.1088/0950-7671/36/3/302
http://doi.org/10.1002/app.28537
http://doi.org/10.1007/s11051-014-2710-x


Nanomaterials 2021, 11, 638 19 of 19

117. ISO. ISO 4892-2:2013 Plastics—Methods of Exposure to Laboratory Light Sources—Part 2: Xenon-arc Lamps; ISO: Geneva, Switzerland,
2013.

118. Da Silva, J.S.; Machado, T.R.; Martins, T.A.; Assis, M.; Foggi, C.C.; Macedo, N.G.; Beltrán-Mir, H.; Cordoncillo, E.; Andrés, J.;
Longo, E. α-AgVO3 Decorated by Hydroxyapatite (Ca10(PO4)6(OH)2): Tuning Its Photoluminescence Emissions and Bactericidal
Activity. Inorg. Chem. 2019, 58, 5900–5913. [CrossRef] [PubMed]

119. Assis, M.; Robeldo, T.; Foggi, C.C.; Kubo, A.M.; Mínguez-Vega, G.; Condoncillo, E.; Beltran-Mir, H.; Torres-Mendieta, R.; Andrés,
J.; Oliva, M.; et al. Ag Nanoparticles/α-Ag2WO4 Composite Formed by Electron Beam and Femtosecond Irradiation as Potent
Antifungal and Antitumor Agents. Sci. Rep. 2019, 9, 1–15. [CrossRef]

120. Sun, R.; Chen, Z.; Yang, Y.; Peng, J.; Zheng, T. Effects and mechanism of SiO2 on photocatalysis and super hydrophilicity of TiO2
films prepared by sol-gel method. Mater. Res. Express 2018, 6, 046409. [CrossRef]

121. Yao, C.; Zhu, J. Synthesis, Characterization and Photocatalytic Activity of Au/SiO2@TiO2 Core-Shell Microspheres. J. Braz. Chem.
Soc. 2020, 31, 589–596. [CrossRef]

122. Salgado, B.C.B.; Valentini, A. Evaluation of the Photocatalytic Activity of SiO2@TiO2 Hybrid Spheres in the Degradation of
Methylene Blue and Hydroxylation of Benzene: Kinetic and Mechanistic STUDY. Braz. J. Chem. Eng. 2019, 36, 1501–1518.
[CrossRef]

123. Hou, Y.-X.; Abdullah, H.; Kuo, D.-H.; Leu, S.-J.; Gultom, N.S.; Su, C.-H. A comparison study of SiO2 /nano metal oxide composite
sphere for antibacterial application. Compos. Part B Eng. 2018, 133, 166–176. [CrossRef]

124. Shen, J.-N.; Ruan, H.-M.; Wu, L.-G.; Gao, C.-J. Preparation and characterization of PES–SiO2 organic–inorganic composite
ultrafiltration membrane for raw water pretreatment. Chem. Eng. J. 2011, 168, 1272–1278. [CrossRef]

125. Yu, H.; Zhang, Y.; Zhang, J.; Zhang, H.; Liu, J. Preparation and antibacterial property of SiO2–Ag/PES hybrid ultrafiltration
membranes. Desalin. Water Treat. 2013, 51, 3584–3590. [CrossRef]

http://doi.org/10.1021/acs.inorgchem.9b00249
http://www.ncbi.nlm.nih.gov/pubmed/31012582
http://doi.org/10.1038/s41598-019-46159-y
http://doi.org/10.1088/2053-1591/aafa8c
http://doi.org/10.21577/0103-5053.20190222
http://doi.org/10.1590/0104-6632.20190364s20190139
http://doi.org/10.1016/j.compositesb.2017.09.021
http://doi.org/10.1016/j.cej.2011.02.039
http://doi.org/10.1080/19443994.2012.752900

	Introduction 
	Materials and Methods 
	Results and Discussion 
	Conclusions 
	References

